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1. Introduction

Hybrid inorganic/organic systems for 
optoelectronic applications require organic 
molecules that respond to the demand 
for efficient electronic coupling with the 
inorganic components, allowing mobile 
charge carriers to move across the inter-
face. In the field of organic electronics, 
typical organic semiconductors consist of 
acene- or thiophene-based building blocks, 
such as conjugated oligomers and poly-
mers.[1,2] When such organic molecules 
are equipped with a phosphonic acid (PA) 
group, they can be covalently linked to 
inorganic electrical contacts, such as trans-
parent conductive oxides, e.g., indium-tin 
oxide (ITO)[3] and zinc oxide (ZnO).[4,5] 
These phosphonate monolayers render  
the oxide surface more stable over time 
in ambient conditions by effectively 

The self-assembly of electroactive organic molecules on transparent 
conductive oxides is a versatile strategy to engineer the interfacial energy-
level alignment and to enhance charge carrier injection in optoelectronic 
devices. Via chemical grafting of an aromatic oligothiophene molecule 
by changing the position of the phosphonic acid anchoring group with 
respect to the organic moiety (terminal and internal), the direction of the 
main molecular dipole is changed, i.e., from parallel to perpendicular to the 
substrate, to study the molecular arrangement and electronic properties at 
the organic–inorganic interface. It is found that the observed work function 
increase cannot solely be predicted based on the calculated molecular dipole 
moment of the oligothiophene-based phosphonates. In addition, charge 
transfer from the substrate to the molecule has to be taken into account. 
Molecular assembly and induced electronic changes are analogous for both 
indium-tin oxide (ITO) and zinc oxide (ZnO), demonstrating the generality 
of the approach and highlighting the direct correlation between molecular 
coverage and electronic effects.
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passivating the surface. Furthermore, it has been shown that 
such PA monolayers can increase the charge injection effi-
ciently across the inorganic/organic interface, and thus, 
improve the performance of ITO-based[6–9] and ZnO-based[10,11] 
optoelectronic devices. Thus, the PA molecules can be 
employed to functionalize the electrode in an arrangement of a 
self-assembled monolayer (SAM) that effectively forms a (non)
resonant tunneling barrier for charges from/to the organic 
counterpart in optoelectronic devices.[12]

Besides interfacial engineering of the electronic properties, 
the phosphonate monolayers can potentially be used as organic 
coating to facilitate the formation of overlayers of conjugated 
polymers as active material, e.g., by subsequent on-surface 
polymerization methods.[13–15] In this context, one has to con-
sider, first, that phosphonate monolayers enable the molecules 
in the organic overlayer to adopt a different arrangement rela-
tive to that on the unmodified substrate,[16] and second, that the 
arrangement critically depends on the morphology and polarity 
of the phosphonate monolayer.[17] Adjusting the surface energy 
for proper wetting and optimal orientation of the active mate-
rials at the interface may have a strong effect on optoelectronic 
device performance.[3]

In the present study, we used conjugated oligomers, namely 
quinquethiophene (T5) modified with a PA group in terminal 
(tP) and internal (iP) position (see Figure 1) to covalently attach 
them to ultraflat ITO and ZnO surfaces. The latter aspect is 
important as it facilitates an improved analysis of molecular 
order and its effect on SAM properties, while rougher variants 
of these substrate materials would have adverse impact. The 
variation of the PA position on the thiophene moiety helped 
us to control the orientation and surface coverage of the con-
jugated molecules on the inorganic surfaces, and thus, to tune 
the electronic properties and molecule orientation. The find-
ings of this study will help to control the arrangement of vir-
tually any possible organic overlayer, since this will critically 
depend on the arrangement of the PA interlayer.

We characterized the electronic properties and molecular 
coverage of the T5-tP/iP-modified ITO and ZnO surfaces col-
lecting valence band (ultraviolet photoelectron spectroscopy, 
UPS) and core level (X-ray photoelectron spectroscopy, XPS) 
spectra, and determined the orientation of the molecules within 
the T5-tP/iP monolayers relative to the metal oxide surfaces via 
X-ray absorption spectroscopy (XAS) measurements. The UPS 
measurements were further supported by density functional 
theory (DFT) calculations in order to unambiguously identify 
the contribution of the phosphonate to the valence band spectra 
of the T5-tP/iP-modified surfaces.

2. Results

The quality and surface morphology of the bare ultraflat ITO 
and ZnO(0001)–Zn substrates were investigated by atomic 
force microscopy (AFM) before surface modification, see 
Figure  2. The intermittent contact mode AFM height image 
of the ITO film (Figure  2a) reveals flat terraces with widths 
of up to 150  nm and a roughness (root-mean-square, rms) of 
≈0.1  nm, in good agreement with previous reports.[18,19] Like-
wise, the corresponding cross-section analysis (lower panel in 

Figure 2a) yields terrace step heights that are in the order of two 
adjacent ITO planes (0.3 nm).[18] The ZnO surface in Figure 2b 
shows the typical terrace structure as previously observed,[5] 
with terrace step heights in the order of ≈1 nm (lower panel in 
Figure 2b), indicating multiple (4× and more) Zn−O layer step 
heights. Overall, the ZnO terraces exhibit a smooth and feature-
less surface morphology with a roughness of ≈0.15 nm.

After surface modification, the density of molecules present 
in the T5-tP/iP monolayers on both ITO and ZnO were evalu-
ated by XPS measurements of molecule- (S 2p, P 2p) and sub-
strate-specific (In 3d and Zn 3s/Zn 2p, respectively) core levels. 
The analysis of the molecules’ binding to both metal oxide 
surfaces, as evaluated by O 1s core level fitting analysis and 
described in detail in ref. [5], is shown in Figure S1 (Supporting 
Information). Briefly, for fitting we used binding energy posi-
tions corresponding to two binding modes, namely bidentate 
and tridentate binding, which were previously calculated to be 
stable configurations for PA adsorption on the ZnO(0001)−Zn 
surface.[20] In agreement with our previous findings of PA-mod-
ified ZnO(0001)−Zn surfaces,[5,17] the fitting results point toward 
a mixture of bidentate and tridentate modes for both metal 
oxide surfaces (≈60% bidentate), with a slightly lower fraction 
of bidentate binding for T5-iP on ZnO (≈50% bidentate).
Figure 3 summarizes the fitting analysis of the S 2p, P 2p 

(Zn 3s + P 2p) and In 3d (Zn 2p) core level regions of the T5-tP/
iP-modified ITO (ZnO) surface. As can be derived from the S 
2p (Figure  3a) and P 2p (Figure  3b) core level intensities, the 
T5-tP-modified ITO exhibits approximately double molecular 
coverage as compared to the T5-iP-modified ITO surface. The 
In 3d5/2 peak of both PA-modified ITO surfaces (Figure 3c), and 
the pristine one, was found at a constant binding energy (BE) 
of 444.6 eV BE, indicating negligible band bending with respect 
to the bare surface.

Similar to the results obtained on ITO, the T5-tP-modified 
ZnO shows approximately double molecular coverage than the 

Adv. Mater. Interfaces 2020, 7, 1902114

Figure 1. Molecular structure of the phosphonic acids (PAs) used for 
modification of the ITO/ZnO surfaces: quinquethiophene with a) ter-
minal (T5-tP) and b) internal (T5-iP) phosphonic acid substitution.
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T5-iP-modified ZnO, as obvious from the S 2p and P 2p + Zn 3s  
core level regions (see Figure  3d,e). In analogy with the ITO 
surface, both Zn 3s (Figure  3d) and Zn 2p (Figure  3e) core 
levels do not show any shift after surface modification, indi-
cating the absence of adsorption-induced band bending  
in ZnO.

The UV/Vis absorption spectra of T5-iP-modified ITO in 
combination with the spectra of T5-iP molecules in solution 
(see Figure S2 in the Supporting Information) can be used 
to estimate the surface coverage based on the Beer–Lambert 
law.[21] The T5-iP absorbs in the UV/Vis region and its transi-
tion dipole moment μT is polarized essentially parallel to the 
long molecular axis, and thus approximately parallel to the sub-
strate surface (see detailed calculations in the Supporting Infor-
mation), which can be expected from the molecular geometry 
(see Figure  1b). The estimation via UV/Vis gives a molecular 
coverage σ of the T5-iP-modified ITO of 0.5 molecules nm−2, 
which is in the same order of magnitude as our previous esti-
mation based on work function (WF) modification and Helm-
holtz equation for alkyl- and arene-based PA molecules on 
ZnO.[5] Based on the molecular coverage σ of the T5-iP-modi-
fied ITO (as determined via UV/Vis), and considering the XPS 
signals stemming from S 2p and P 2p reported in Figure 3, the 
molecular coverage of T5-tP-modified ITO amounts to about 
2.0 molecule nm−2, which is in agreement with previously 
reported values for similar PA-modified ITO surfaces.[3]

Figure 4 shows the XAS spectra for the T5-tP-modified ITO 
(Figure  4a) and ZnO (Figure  4b) surfaces collected at five dif-
ferent ψC angles of the scattering chamber spanning from 0° to 
90°, corresponding to varying from s- to p- polarization geom-
etries (see ref. [23] for details). On both substrates, the T5-tP 
monolayer, i.e., the one with the PA group in terminal position 
(Figure  1a), clearly exhibits an angular dependence that can 
be associated to a preferential orientation with respect to the 
substrate surface, considering that the PA group in terminal 

position binds to the metal oxide surface. A fit of the Stöhr 
equation to the experiment, assuming on average an in-plane 
isotropic domain arrangement[22,23] and considering the area of 
the transition-peak located at 286.0 eV (the molecule’s transition 
dipole moment associated with this peak is shown in Figure S5a 
in the Supporting Information) results in a tilt angle of the long 
molecular axis with respect to the substrate normal of 23° and 
24°, respectively. Notably, the corresponding T5-iP monolayers, 
i.e., those with the PA group in internal position (Figure  1b), 
show no preferential orientation on both metal oxide surfaces 
(see Figure S5b,c in the Supporting Information).

The surface electronic properties of the ITO and ZnO sub-
strates before (i.e., unmodified) and after T5-iP/tP modification 
were characterized by UPS (see Figure 5). As can be seen for the 
ITO (upper panel) and ZnO surface (lower panel) in Figure 5a, 
the T5-tP monolayer (blue line) increases the WF of ITO (ZnO) 
by +1.0 eV (+1.15 eV). In contrast to that, the T5-iP monolayer 
(red line) does not result in any WF change on both surfaces. 
Figure  5b displays the valence region close to the Fermi level 
EF of the unmodified and T5-tP/iP-modified ITO (ZnO) sur-
face, respectively. Molecule-related emission features (labeled 
as loc-π, H−1 and H in Figure  5b) can be readily assigned to 
the highest occupied molecular orbital (HOMO) level of the 
T5-tP (blue line) and T5-iP (red line) molecules [labeled H], 
the HOMO-1 level [labeled H−1], and the five almost degen-
erate localized π-orbital levels [labeled loc-π]. It is noteworthy 
that the HOMO and HOMO-1 features of the T5-tP-modified 
surface are well resolved in energy (labeled as H−1 and H),  
which is correctly reproduced by the projected density of states 
(DOS) calculated at the DFT level of the T5-tP free molecule 
(see Figure 5c, upper panel), whereas T5-iP shows comparably 
merged HOMO and HOMO-1 features (labeled as H−1  + H).  
This finding is in agreement with the calculated DOS of 
T5-iP in Figure  5c (lower panel). Additionally, the valence 
band features measured on ITO (Figure  5b, upper panel) are 
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Figure 2. AFM height images of the ultraflat a) ITO and b) ZnO surface; lower panels show cross-sections along the dotted lines in (a) and (b), 
respectively.
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well reproduced by the calculated DOS for both T5-tP and 
T5-iP, supporting the idea of a good molecular ordering at the  
surface.

Accordingly, the valence region UPS spectrum of T5-tP/iP-
modified ZnO (see Figure  5b, lower panel) is comparable to 
that of T5-tP/iP-modified ITO, except that the fine structure of 
the T5-tP’s HOMO and HOMO-1 is less pronounced. Overall, 
these findings point toward an analogous behavior of the two 
molecules on both ultraflat metal oxide surfaces.

3. Discussion

To elucidate the effects of the surface modification of ITO and 
ZnO on the frontier interfacial energy levels, we schematically 
summarize the energy-level alignment of unmodified and cor-
responding T5-tP/iP-modified ITO/ZnO surfaces in Figure  6. 
Two remarkable differences regarding T5-tP and T5-iP (analo-
gous for both ITO and ZnO substrates) are found. First, the 
WF increased only in the case of T5-tP-modified surfaces  
(by ≈1  eV), whereas for the T5-iP-modified surfaces no WF 

change could be detected. In general, the total work function 
change Δφ can be expressed as a combination of three concep-
tually independent components[3,24–29]

mol int.dip geom.relV V Vφ∆ = ∆ + ∆ + ∆  (1)

Here, ΔVmol is the component of the intrinsic dipole moment 
of the molecule perpendicular to the substrate surface, which 
induces an electrostatic potential energy change across the 
adsorbed monolayer. Usually this component corresponds to 
the main contribution of Δφ;[3] ΔVgeom.rel is the geometric rear-
rangement of the substrate, and ΔVint.dip is the electronic reor-
ganization resulting from the PA adsorption on the substrate.

For T5-tP/iP free molecules, the calculated intrinsic dipole 
moment is oriented away from the PA group, i.e., the PA group 
is negative, giving a dipole moment of 2.5 and 1.6 D for T5-tP 
and T5-iP, respectively. Thus, one would expect a work function 
decrease for the T5-tP/iP-modified ITO/ZnO surfaces. Indeed, 
previous studies[6] reported a slight WF decrease of T4-tP-
modified ITO (by 0.3  eV, as measured via Kelvin probe). This 
contrasts with the experimentally observed increase of the WF 
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Figure 3. XPS core level spectra (background subtracted) of the a) S 2p, b) P 2p, and c) In 3d region of the T5-iP- and T5-tP-modified ITO surface as 
indicated in the figure; d) S 2p, e) Zn 3s + P 2p, and f) Zn 2p region of the T5-ip-modified and T5-tp-modified ZnO surface as indicated in the figure.
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for the T5-tP case. The effect of geometry relaxation (ΔVgeom.rel)  
of the ITO/ZnO surfaces is assumed to be negligible, since 
the WF modification was found to be the same for the two 
substrates.

The effect of bonding on the WF modification (ΔVint.dip) 
may be estimated qualitatively by bonding two In atoms to the  
two -OH groups of the PA (PO3H2) moiety (simulating the 
bonding with the ITO surface). Mulliken population analysis 
in this case indicates that electron density migrates from the 
In atoms to the oxygen atoms of the PA. This charge transfer 
renders the In atom more positive and the oxygen atoms more 
negative (i.e., 25−30% more negative with respect to the free 
molecules), thus contributing to Δφ.

Therefore, electron transfer from the substrate to the 
molecule can justify the increase of the WF experimentally 
obtained for the densely packed and preferentially oriented 
T5-tP monolayers on ITO and ZnO. In the case of the T5-iP 
monolayers, where no WF change was measured, the phos-
phonate bonds of the T5-iP molecules are most probably 

highly strained as the quinquethiophene moiety has to tilt 
on the ITO/ZnO surface. Thus, one can expect i) a different 
charge redistribution upon bond formation of sterically hin-
dered T5-iP molecules, and ii) more tilted (i.e., less effective) 
dipole compared to T5-tP. Furthermore, iii) the PA coverage 
is significantly lower (≈75%, see Figure 3a,b), which does not 
allow for the formation of a dense dipole layer, and therefore 
the WF increase might occur only locally (i.e., the dipole field 
decays laterally on the length scale of the molecules)[30,31] and 
between two molecules the WF converges to that of the sub-
strate. Accordingly, the much less dense dipole layer of T5-iP 
experimentally results in a WF that converges to that of ITO/
ZnO; an effect related to UPS analysis of heterogeneous sur-
faces, as recently reported by Schulz et al.[32] This also implies 
that in the case of T5-iP-modified surfaces, the extracted 
ionization energy (IE) value (as estimated via experimentally 
determined WF values) has no practical meaning, while the 
BE values of valence levels are correctly obtained. In fact, we 
expect a higher IE for the molecule with parallel orientation 
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Figure 4. a,b) Experimental C K-edge XAS spectra of the T5-tP-modified a) ITO and b) ZnO surface; c,d) Plots of the relative σ*- and π*-orbital intensi-
ties as a function of the scattering geometry ΨC corresponding to the polarization varying from s to p. The solid curve corresponds to the best fit of the 
intensity evolution for T5-tP-modified c) ITO and d) ZnO surface with molecule tilt angle of 23° and 24°, respectively, referred to the surface normal.
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to the substrate surface (i.e., T5-ip) compared to more verti-
cally arranged one (i.e., T5-tp), since the “flat-lying” orienta-
tion of thiophenes results in higher IE values (of more than 
0.5  eV) due to collective electrostatic effects.[33] The higher 
BE of the HOMO of T5-ip (with respect to the Fermi level)  
compared to that of the “upright-standing” T5-tp (by ≈0.2 eV, 
see Figure 6) is in agreement with an expected higher IE for the 
T5-ip molecule. Based on the molecular structure of T5-ip and 
the relatively low coverage, we do not expect crystalline packing 
in the SAM. In contrast, the PA group in terminal position  
(T5-tP) allows for π−π interaction of its thiophene rings in the 
T5-tP monolayer, facilitating the ordered arrangement of the 
T5-tP molecules and increasing the overall surface coverage.

4. Conclusion

Two aromatic oligothiophene-based phosphonates with the 
phosphonic acid anchoring group in internal and terminal 

position were used to form self-assembled monolayers on ultra-
flat ITO and Zn-terminated ZnO surfaces in order to engineer 
the energy-level alignment at the hybrid inorganic/organic 
semiconductor interface. By combining surface photoelectron 
(XPS/UPS) and XAS spectroscopy studies with DFT calcula-
tions, we observe an analogous behavior for both ITO and ZnO 
in terms of bonding, molecular coverage, and arrangement of 
the phosphonates with respect to the surfaces.

We find that the interface dipole ΔVint.dip, due to charge 
redistribution at the interface between the adsorbed monolayer 
and the surface, is the main contribution for the observed 
work function increase for T5-tP-modified surfaces, and not 
the permanent dipole moment ΔVmol of the oligothiophene 
moiety attached to the anchoring group. This is in contrast 
with common understanding that (in a first approximation) 
the WF modification can be estimated by the intrinsic dipole 
moment of the molecule. Furthermore, the apparent ioniza-
tion energy values of the two molecules in the covalently bound 
SAM were found to be strongly impacted by the interfacial 

Figure 5. a) SECO and b) valence band region UPS spectra (the near EF region) of the unmodified, T5-iP-modified, and T5-tP-modified ITO (upper 
panel) and ZnO (lower panel) surface as indicated in the figure; c) calculated total and partial density of states (DOS) of both molecules.
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dipole layer density. While for T5-tp the high packing den-
sity has the expected effect on the WF and thus IE value, the 
much lower packing density determined for T5-ip results in a 
much reduced impact on sample WF and thus IE value. Since 
the WF change induced by molecular dipoles depends on the 
surface coverage,[31] controlling the surface coverage provides a 
potential means for further fine-tuning of the work function. 
Furthermore, also mixing of two different dipolar species can 
be applied for work function fine-tuning, as exemplarily shown 
in ref. [34]. In device engineering approaches, often published 
individual material parameters, such as ionization energy, elec-
tron affinity, and intrinsic molecular dipole moment, are used 
as guide for material selection. Our findings, however, empha-
size the need to carefully understand the specific details of the 
interface formed, where also molecular orientation and packing 
density in a SAM must be considered to reliably control the 
energy-level alignment.

5. Experimental Section

Synthesis of T5-tp and T5-ip: Quinquethiophene phosphonic acids were 
prepared in Stille crosscoupling reactions of di- and terthiophene iodides 
with suitable functionalized thiophenes, bearing a diethylphosphonate 
moiety. Final hydrolysis of the intermediately formed phosphonates 
afforded target compounds T5-tP and T5-iP as orange solids, sparingly 
soluble in organic solvents.[35,36] More details about the synthesis and 
characterization can be found in the Supporting Information. Figure  1 
shows the molecular structure of the quinquethiophene derivatives, 
carrying a phosphonic acid functional group either at the terminal or 
internal position (T5-tP/iP).

Ultraflat Substrates: Ultraflat ITO films were grown by pulsed laser 
deposition on (111) yttria-stabilized zirconia surface, as described 
previously.[18,19] Smooth, atomically flat ZnO surfaces were obtained by 
annealing single-crystal ZnO(0001)–Zn substrates (CrysTec, Germany) 
in a tube furnace (Gero, SR 40-200) under ambient atmosphere at 
1000 °C.[5,17]

Ultraflat Substrates—Monolayer Preparation: To prepare the monolayers 
on the metal oxide surfaces for surface modification, a three-cycle wet-
chemical preparation method was adopted from our earlier studies.[5,17] 
Briefly, each cycle corresponds to the following preparation steps:  
a) immersion of the substrates in a 0.1 × 10−3 m tetrahydrofuran (THF) 
solution of the corresponding PA for 2 h; b) annealing on a hot plate 
under ambient atmosphere at 140 °C for 1/2 h; c) sonication in THF for 
15 min.

Atomic Force Microscopy: AFM measurements of the unmodified ITO 
and ZnO surfaces were performed in intermittent contact mode and 
under ambient conditions using a NanoWizard 3 (JPK Instruments AG, 
Germany) instrument. Height and phase images were recorded using 
aluminium-coated silicon cantilevers (Olympus Corporation, Japan) with 
a typical resonant frequency of 75 kHz and a spring constant of about  
2 N m−1. To compensate for thermal drifts and sample inclination, first-
order line subtraction and plane correction were applied to the images.

X-Ray Photoelectron Spectroscopy: The UPS and XPS analysis was carried 
out using a He discharge lamp (HeI α = 21.2 eV) and an Al Kα radiation 
source (1486.7  eV), respectively, and a hemispherical energy analyzer 
(Omicron EA125) with an overall energy resolution of <120 meV. All UPS 
spectra were taken with a filter that lowers the photon flux by at least one 
order of magnitude and removes the He satellites (HeI β  = 23.09  eV, 
HeI γ  = 23.75  eV). The sample work function was determined from the 
secondary electron cutoff (SECO) under an applied sample bias of −10 V. 
All spectra were recorded at room temperature and normal emission.

X-Ray Absorption Spectroscopy: XAS data were collected at the BEAR 
endstation (BL8.1L), at the left exit of the 8.1 bending magnet of the 
ELETTRA synchrotron facility in Trieste (Italy).[37,38] All XAS spectra 
were collected in total electron yield (TEY) mode at the C K-edge and 
normalized to the incident photon flux and to the clean substrate 
signal. The spectral energy was calibrated by referring to CO2 C 1s−π* 
transitions. The details of the geometrical setup at the BEAR endstation 
to acquire XAS at different angles ψC are described elsewhere.[5]

Density Functional Theory calculations: The calculations of the free-
molecules T5-tP and T5-iP equilibrium geometry, DOS and dipole 
moments μ were carried out through DFT by using the StoBe code.[39] 
All-electron triple-valence plus polarization (TZVP) atomic Gaussian 
basis sets and gradient-corrected RPBE-PBE revised Perdew-Burke-
Ernerhof exchange-correlation functional were used. The calculated total 
and partial density of states (DOS and PDOS) were convoluted with 
Gaussians of 0.6 eV FWHM before comparison with the experiment.

Figure 6. Energy-level diagrams of the unmodified a) ITO and b) ZnO surface (black), and the corresponding T5-tP- (blue) and T5-iP-modified (red) 
surfaces. The energetic positions of the Evac and HOMO (VBM) relative to EF were determined by UPS measurements. The CBM onsets for ITO and 
ZnO were estimated considering their electronic band gaps (ITO: 4.0 eV,[25] ZnO : 3.4 eV[26,27]). Since the behavior of the band bending at the interfaces 
is unknown, a flat band condition is assumed. The HOMO–LUMO gaps of T5-tP/iP were estimated with an optical gap of 2.5 eV (obtained via UV/Vis 
spectroscopy, see Figure S2d in the Supporting Information) and assuming an exciton binding energy similar to that of sexithiophene (α-6T), namely 
0.4 eV.[28,29]
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